
' 
·~RODUCT BULLETIN ·COVER-TEX . BULLETIN NO: J-5303 
DRYWALL ACCESSORY WALL TEXTURE 

. 
DATE: 9/26/75 

PRODUCTS NON-ASBES'l'OS PAGE: 1 or 2 

APPROVALS: PROOOCING PLANT: ~: TEST BATCH 
SEATTLE . DATE: 

BULLETIN DtsCRIPl'ION % l'CltiNOO GAU.ONS 

220 Whiting 44.07 1000 

442 Talc 22.04 500 

247 Sericite - Mica "S" . 17.63 400 

056 Wyop;el Clay 2.20 50 

245 Methocel 228 0.53 12 
. 

453 Preservative 0.13 3 • 

489 Wollastonite 8.82 200 

446 Titanium Pilll!lent 1.10 25 

1.35 Casein 1.10 25 
• 

102 · Diammonium Phos'Dhate 0.18 4 
. 

022 Ammonium Biborate 0.18 4 
. 

11 1.30 _c Sodium.TriPOlYPhosphate .· 0.13 3 
.~ ' .. · 

436 Staramic 747 1~32 ;JO .. 
• . .. 

, 164 Gl.voJ<:al So,t 0.13 1 .. 

I 166 Hamaco 277 0.44 10 

.. ' 282 Percel Kasma -- 0.12 ·-·- -~- .. - . 
-

. TOTAL 100 00 2269 

MANUF AQl!II!Ifi!l lfiSTRIICTIQ~ : 

.. 
1. Mixing time shall be 8 minutes minimum and 12 minutes maximum • . ,. 

2. Blank out asbestos caution. 
. -OOALITY CONTROL: . . 

TM-lA Viscosity, 100 gm·cone@ 5 sec., 
200 gm per 150 cc water 35.to 45 mm 

TM-JA Bond Equal to Standard 

. 
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